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TEST REPORT
(fhis report is issued subject to lhe conditions set out overieaf)

Determination of Water Absorption for Concrete (1) on one set of
concrete stone veneer sample submitted

MSSR. CRAFTSTONE INTERNATIONAL SDN BHD
BATU 35, JALN AIR HITAM, BUKIT BATU,
SIOOO KULAI JOHOR

MSSR CRAFTSTONE INTERNATIONAL SDN BHD

Test Reference Methods

Water Absorption Of Concrete Submitted by client
(Refer to Note l)

: INTERNAL TESTING

: l0 August 2005

: A) Concrete Stone Veneer

Ten numbers ofconcrete stone veneers were received.

Refer to Table l: Results of analysis
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Table I : WaterAbsorption

JAMPLE REFERENCE LINIT 2 J 4 f 6 7 8 9 t 0

londition of sample
GOOD / POOR

COMPACTION /
HONEYCOMB / ETC

GOOD

)ate tested 
Not" 2

'Placed 
ln Oven)

l0 August 2005

-ength m 0.50s0.5050.5030.s050.5060.5050.5020.5050.5020.502

)iameter m 0.0970.0980.0990.0980.0990.1000.0980.0980.0980.099

)ryMass (A) kg 1.588t.794 t .7551.6331.8041.641r.6861.5681.7801.783

Wet Weight (B) kg t .7561.9881 . 9 1 91.7851.9931.8411.835t.742 1.9741.978

\deasured Absorption
(B-A) /Al x 100

% 10.6 10.8 9.3 9.3 r0.5 12.2 8.8 l l . l 10.9 10.9

Note I

O Oven dry samples at ITfC for 24 hours
O Set samples at normal room temperaturefor one hour
O Take unitvteight ofeach sample
tr Completely immersed the samples into room lemperature waterfor half an hour
O Dry sanples with cloth and remore excess vater on surface of sample
B Take unitweight ofeachwel sample

Note 2
The samples are kept al room rcmperalure beiore commencement oftest.


